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SECTION 00344 - TREATED SUBGRADE

(Follow all instructions.  If there are no instructions above a subsection, paragraph, sentence, or bullet, then include them in the project.  The specifications may be modified to include project specific specifications, but all additions, deletions, or modifications must be sent to the ODOT Technical Resource and Senior Specifications Engineer for review and approval.)

Comply with Section 00344 of the Standard Specifications modified as follows:

00344.41  Addition of Stabilizing Material - Add the following sentence to the end of this subsection:

(Fill in the first blank with the percent of stabilizing material to be used.  Fill in the second blank with the type of stabilizing material being used.)

Add _____ percent ________ to the subgrade, calculated as a percentage of the in-place dry soil unit weight, unless otherwise directed.

00344.46  Tolerances - Replace this entire subsection with the following subsection:

00344.46  Tolerances:

(a)  Rework areas found to be deficient in thickness by more than 3/4 inch, and add fresh stabilizing material in an amount equal to one-half the original amount.

(b)  Finish the surface of the treated subgrade so that it does not vary by more than 0.06 foot from the established line, grade, and cross section and be free of ruts, depressions and irregularities. When tested with a 12 foot straightedge, the maximum variation of the finished surface from the testing edge is 3/4 inch.
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